Inspection certificate 3.1 according to EN 10204

A02
Purchaser Art. No: 7378TDV4/10 A09 MCB NEDERLAND B.V. AOB
Works Order No: XC444455 A08
Advice No: 24/339814 01 A10 John F.Kennedylaan 59
Your order: 4500882739 A07 5555 XC VALKENSWAARD
Netherlands
A03 B09
METALLURGICAL CERTIFICATE NO: X0677501/007
Size:
Desc. of goods: HOT ROLLED SHEETS PICKLED BO1 6,000 x 1500,0 x 3000,0 mm
EN 10051/10
Mat.No: 2300-0145-3156
Standard: EN 10149-2/13 Bo2 BO3 | pee: 106 BOS
Net Weight: 22 620 kg Bi13
Quality: S355MC B02 | pelivery Note:  X0677501 A10
Unit No Coil No Heat BO7 Unit No Coil No Heat BO7
VP24105964004 4449434 44494 VP24105976005 4449430 44494
VP24105964005 4449434 44494 VP24105976006 4449430 44494
VP24105976001 4449430 44494 VP24105976007 4449430 44494
VP24105976002 4449430 44494 VP24105976008 4449430 44494
VP24105976003 4449430 44494 VP24105976009 4449430 44494
1 VP24105976004 4449430 44494 \
MECHANTICAL TEST RESULTS
Coil No Coil No
Min. / Max. 4449434 4449430
C53 Bend test-ALFA(T) (ST ) 180/ 180 180
Cl2 Rm(L) (MPA) 430/550 517 500
Cll ReH(L) (MPA) 355/ 446 422
Cl3 A5(L) (% ) 23,0/ 28,5 28,0
C02 Direction: (T)-transversal; (L)-longitudinal;
Cc71 CHEMTICAL COMPOSITION, %
Heat No Heat No
Min. / Max. 44494 Min. / Max. 44494
Cc /0,12 0,08 Mn /1,50 0,67
Si /0,03 0,03 P /0,025 0,018
Al 0,015/ 0,035 S /0,020 0,004
Nb /0,09 0,03 Ti /0,15 0,02
v /0,20 0,00 F05 /0,22 0,05
FO05=Nb+V+Ti
F25 /0,090 0,072
F25=8i+2, 5P
THE MATERIAL IS IN COMPLIANCE WITH ORDER REQUIREMENTS. 201 14 Last Page: 1
The measured weight-based activity of Co60 + Csl137 + Am241 radionuclide Do2 F-USM/0063-04/10-01-12
is not higher than 100 Ba/kg.
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a pecuje
vierohodnoSt pévodu,

L. S Steel Kodice, s.ro.
Vsrupny aredl U. S. STEEL

{44 54 Koiice

Cdbor Anpalyzy kvality a 3pecifikicie
Uvoldovanie vyrobkov a Hutné atesry
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